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Geotechnical Laboratory
PO Box 4339

1570 Bear Creek Road
Oak Ridge TN 37830

865/482-6497

Stephen Trent October 26, 2004
Fluor Hanford, Inc.
825 Jadwin Avenue
Richland, Washington 99352

This is the Certificate of Analysis for the following samples:

Shaw Project ID:
Shaw Project Number:
Client Sampling Authorization Form
Client Sample Data Group:
Date Received by Lab:
Number of Samples:
Sample Type:

Eberllne- Hanford
100846.18000000

No. FF03-0a5- /!o//
H2714
eptember 15, 2004

One (1)
Soil

-D^lagloH

1. Introduction/Case Narrative
One soil sample was received by the Shaw Geotechnical Laboratory on September 15, 2004.
The sample was submitted for determination of bulk density and sieve analysis. The sample
number received was B19444.

Please see Appendix A, Sample Number Cross Reference List; Appendix B, Analysis Results;
and Appendix C, Chain-of-Custody/Sample Receipt Records.

"I certify that this data package is in compliance with the SOW, both technically and for
completeness, for other than the conditions detailed above. Release of the data contained in
this hardcopy data package has been authorized by the Laboratory Manager or a designee, as
verified by the following signature " ,ot

Reviewed and Approved:

Ralph Cole
Laboratory Manager, Geotechnical Services
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Analytical Results/Methodology

REFERENCES: United States Army Corps of Engineers (USACE), Engineer Manual 1110-2-

1906, Laboratory Soils Testing, appendix II, 1970; United States Environmental Protection

Agency, SW846, Test Methods for Examining Solid Waste, PhysicaUChemical Methods, 3rd

ed., Nov 1986 (EPA SW-846). Annual Book of ASTM Standards, Section 4, Construction,

Volume 04.08, Soil and Rock (/), and Volume 04.09, Soil and Rock (ll), 2004. Shaw

Environmental and infrastructure, Standard Operating Procedures.

Moisture Content of Soil and Rock ............................................................. ASTM D 2216

Bulk Density of Soils .................................................................................. EM 1110-2-1906

Particle-size Analysis of Soils .................................................................... ASTM D 422

III. Quality Control

Quality control checks such as duplicates and spikes (QC samples), are not normally applicable

to geotechnical testing. This is due largely to the inability of obtaining samples with known

characteristics, the heterogenous nature of the samples, and quality control procedures built-in

to the analytical method.

QC measures to ensure accuracy and precision of test results include the following:

• 100% verification of all numerical results - raw data entries, transcriptions and calculations

entered by lab technicians are checked, recalculated and verified. Most data calculations

are performed by computer programs.

• Data validation through test reasonableness - summaries of all test results for individual

reports are reviewed to determine the overall reasonableness of data and to determine the

presence of any data that may be considered outliers.

• Quality control procedures are built Into most standardized geotechnical procedures. For

example, liquid limit and plastic limit analyses call for re-analyses and specify acceptance

criteria.

• Routine instrument calibration - instruments, gauges and equipment used in testing are

calibrated on a routine basis. All instrument calibration follows ASTM or manufacturer

guidelines.

• Maintenance of all past calibration records - calibration records and certification documents

of all instruments, gauges and equipment are updated routinely and maintained in the

Quality Control Coordinators Quality/Operations files.
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• Certified and trained personnel - all technicians are certified by the National Institute for
Certification of Engineering Technicians (NICET) in geotechnical soil testing, and are trained
in the application of standard laboratory procedures for geotechnical analyses as well as the
quality assurance measures implemented by Shaw.

Quantitative analyses frequently used in geotechnical/physical testing programs do not use
QC tools common to wet chemistry or radiochemistry laboratories. Measures not employed
in the analysis of samples reported in this report include: laboratory control samples (LCS),
blanks, matrix spikes (MS), duplicate analyses, dilutions, digestions, correction factors,
surrogate sample analyses, detection limit determinations, control charts, and/or tentatively
identified compounds (TICs).

IV. Data Qualification

None.
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Appendix A
Sample Cross-Reference List
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SAMPLE NUMBER CROSS-REFERENCE LIST

LAB SAMPLE NO. CLIENT SAMPLE NO.

BC0444 ..................................... B 19444.........

MATRIX

............ Soil

(i(;Gu005



Appendix B
Sample Test Results
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MOISTURE CONTENT

PROJECT NAME PROJECT NUMBER

Eberllne Hanford 100846.18000000

• • • •

BC'A444 B19444 19.7 16.5 63,5

ASTM D 2216 results are based on dry sample weight
SW846 results are based on wet sample weight.
Solids oontent is determined by subtracting the SW846 moisture (%) from 100.

^q aa/s
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PARTICLE-SIZE DISTRIBUTION
ASTM D 422

Project Name Eberline Hanford

Project No. 100846.18000000

Field Sample No. B19444

Lab Sample No. BC0444

Moisture Content = 22.4%

based on dry sample weight

SIEVE ANALYSIS

Sieve Diameter Percent

No. mm Finer

CO 3" 75.000 100.0%

A 1.5" 37.500 100.0%

R 0.75" 19.000 100.0%

SE
0.375" 9.500 100.0%

##4 4.750 100.0%

#10 2.000 100.0%

Sieve

No.

Diameter

mm

Percent

Finer

F #20 0.850 100.0%

I #40 0.425 100.0%

N #60 0.250 99.9%

E #100 0.149 99.8°/"

#140 0.106 99.4%

#200 0.075 98.5%
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BULK DENSITY/DRY DENSITY
EM-1110-2-1906, APPENDIX II

Moisture content calculated by ASTM D 2216 based on sample dry weight.

Bulk densfty is the weight of wet sample divMed by the volume of the wet sample (as-received).

Dry density is the weight of the dry sample solids dNfded by the volume of the original sample.
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Appendix C
Chain-of-Custody and Request-for-Analysis Records



RUOR HanFord Inc CHAIN OF CUSTODY/sM1PLE ANALYSIS REQUEST F03-025-164 =PAGE 1 OF 1

COLLECIOR COMPANYCONTACT TELEPHONE NO. PROIECTCOORDINATOR DATAPRIfE CODE SN
PDpe/PRster/HugheyWBer9 TRENT, STEVE 373-5689 TREMTr Sl TURN&ROUND

SAMPLING LOCATION PROJECF DESIGNATION SAF NO. AIR QUALITY q 45 Days /

216-S-2O;46ER4669R 2001W-1/LW-2 Characterlntlan - Soll F03-025 45 Days

ICE CHEST NO. FIELD LOGBOOK NO. COA METl10D OF SHIPMENT

HNF#356 1 119193E510 FeLeralExilress

SH[PPED TO OFFSITE PROPERTY NO. B[LLOF lAD1NG/AER sILL NO.

Shaw Group

n

MATR(X" POSSIBLESAMPIE HA2ARDS/ REMARKS PRESERVATION None Nme
nar
DL-Drum

N/A

Lkluids
DS-Drvm

^ i ,!!, ^l91f^7
TYPE OF CONTAINER Moli1i2

RpD,Eat^
urer

^,
l 1

0=01 NO. OF CONTAINER(S)
S.SWI
SE6edImTt
T.Tisave
Y-y^^,LL, IIn"ISC.7 VOLUME ]WmL IDOOmL

W-WaLLr
W)-WIPe
J(=ORer SPECIAL HANDLING AND/OR STORAGE SAMPLE ANALYSIS

MYRU^
m,mrt.DStM:

D:f[ID^D)M
walk

N/A naaH6rwc

y!
7^ r

SAMPLE NO. MATRTX- SAMPLE DATE SAMPLE TIME

B19444 SOIL q_-I..o q Q7^- BC 0444

CHAIN OF POSSESSION SIGN/ PRINT NAMES SPECIAL INSTRUCTIONS

RELINQUISl1ED ÊY/ DVEDFROM DATH/TINE'^M RECE[YEDHYf/STORlDIN DAT!/T[ME^^

S f_ f^fd7+^L%_ tf
NlLlNrnnsNED^ RE^M v!D FROM DAT!/T1MH

0!2 r a^f ^ 9^ r y // r
EIYlD RO D TE M!

(1)Pa tlde S9ze (Dry S eoe) - D422; BGIk Density- D2937;
q /

bo^fia Dl rr p ar
RlIINQ MD7 /RE TE/TIM! R EDBYf RD) DATlRIM9

e ^
RE NQUISNED MIDM DAT!/TME RfCED/ED /STO IN DATE/'RNE

^,4e ra b:^
RE1^1jIU15 ED Y( O iROM o I DATE/TIME

Oc' +

RlCPIYE BIORmIN

p^

DAT!/TDR

a

f-
^-R! BYJRE DFROM DATFJTlME

c.
REClL HYT fOR yATlJTIM^

^
RELPJ^ULRMEDlY/REMOVEDfROM DAT!/RM! EDB?DBYT/STORlDIN DATE/TIME

LAIBQRATORY

SECTION

NEG'1VlD BY TITI! DATE/'RME

FINAL SAMPLE
DI9PDdAl METHOD DISPOSED BY DATE/TIME

DISPOSITION
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PAGE 1 Sberline Srvicea CHXIIY OF CUSTODY ORD # R4-09-070

09/13/04 09:01:36 11OR$ ID: 57424 P04-025 SDG R2714

RCVD: 09/10/04 DUS: 10/25/04 IIR86P: 10/25/05 DISP: S

DASH SAMPLS ID85'PIFIC]1TIO3W STORED TRSTS
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